
Inspection Certificate

&aitrHE+

Certificate No.

itrnEfiffiE 
'

Date of Issue

EITE 
=

20-073

2020.03.24

Trade Designation
EK,qtrE

Dimension

F.rl(mm)
Lot. No.

+[tE
Applicable Specification and Classification

8ffiffi)E&ffi+

DW-71T1 1.2 Q902T.t14794 AWS A5.20 E71T-1C

Ohemicaf Composition llb#FLhQ/o) ACCORDING TO EN10204 TYPE3.1
Elements

Etti'
c S Mn P S Cu N Cr Mo V

Actual Result
q)nil'fH 007 055 1.48 0.013 0.0 t3 001 0.01 o02 001 0.01

Mechanical Propedy t[fi['l+E ACCORDING TO ENl0204 TypE3.l
Test Item

irtgOrnE
Tensile Test of Deposited Metal

tFtlf;Efifni't90
Impact Test of Deposited Metal

*#HAE)++iitsff

Test Content

irtg$^6
Yield Strength

trfl&ifiE(t'rtPa)
Tensile Strength

*ifiJFE(uPa)
Elongation

{frK+e^)
Test Temp.

iilgffEE ('c)
Impact Value

)++r, (J)

Actual Result

*,flil€ 502 572 30 -20 67 67 66 Avg. 67

Welding Condition

I+t**{+
Remarks

€,E
Type of Current

ErftH{#*
Amperage

,e+*€th(A)
Arc Voltage

€d,[€E (v)
Shielding Gas

,t*fF5,r+

DC-EP 280 34 co2

We hereby certify that the above test results are as described herein
and satisfy the requirement of the applicable specification.
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KOBE WELDING OF QINGDAO CO., LTD.
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